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 CERTIFICATE OF NFPA 705: FIELD FLAME TESTING 
 

 
 
 
Date of Testing:  June 3, 2015 

 
Location:   Outlet Tags Canopies Ltd. 

    16-390 Progress Ave., 
    Scarborough, ON M1P 2Z6 

 
  
Material Tested:   Canvas – White Tiger/Iron Horse Canopy 
    Printed or Non-Printed 
     

 
Method of Testing:   Field Flame Test for textiles and films in accordance with  

N.F.P.A code 705 flame test procedures.  
As per Ontario Fire Code; Section 2.3.2 Flame Resistance of Textiles.  
 

Test Results:   The Test material    MET OR PASSED MINIMUM REQUIREMENTS  
 

 
 

 

 


